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: Test of MARISEAL 250
quuld applled polvurethane water proofing membrane
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Client Name - : ) Awazel Kuwait Co. | Report No.  :110514036
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 Sample

L i:iPolyur—éthane Water Proofing Membrane Sample in Good Condition.
 Deseription "7 " - :

© . TestName =~ | Units [~ — Average | . Standard -
: : ' 1 1 2 3 4 5 '
- Tensile Strength: N/mm?| 937 | 9.39 | 1045 | 9.80 | 9.91 9.79
ASTM D412
- Ultimate Elongation: % 11001.2(1044.4{1041.1] 985.4 | 994.6 1013.3
\-HardnessShore A: |- _ | 620 | 610 | 615 | 620 | 625 | 618 | AsTMD2240 |
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